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ABSTRACT: Our civilization relies on synthetic polymers for
all aspects of modern life; yet, ineﬃcient recycling and
extremely slow environmental degradation of plastics are
causing increasing concern about their widespread use. After
a single use, many of these materials are currently treated as
waste, underutilizing their inherent chemical and energy value.
In this study, energy-rich polyethylene (PE) macromolecules
are catalytically transformed into value-added products by
hydrogenolysis using well-dispersed Pt nanoparticles (NPs)
supported on SrTiO3 perovskite nanocuboids by atomic layer
deposition. Pt/SrTiO3 completely converts PE (Mn = 8000−
158,000 Da) or a single-use plastic bag (Mn = 31,000 Da) into
high-quality liquid products, such as lubricants and waxes, characterized by a narrow distribution of oligomeric chains, at 170 psi
H2 and 300 °C under solvent-free conditions for reaction durations up to 96 h. The binding of PE onto the catalyst surface
contributes to the number averaged molecular weight (Mn) and the narrow polydispersity (Đ) of the ﬁnal liquid product. Solidstate nuclear magnetic resonance of 13C-enriched PE adsorption studies and density functional theory computations suggest
that PE adsorption is more favorable on Pt sites than that on the SrTiO3 support. Smaller Pt NPs with higher concentrations of
undercoordinated Pt sites over-hydrogenolyzed PE to undesired light hydrocarbons.

■

INTRODUCTION
Polyoleﬁns are ubiquitous in single-use and short-term
applications because their starting materials are abundant and
inexpensive. In addition, researchers have learned to vary the
chemical structure of the polymer chains (such as branching,
molecular weight, and dispersity) through catalysis, and in such
alter their physical properties. The single-use nature of plastics
is essential in sterile packaging for foods, strong-butinexpensive materials for transportation and storage, and safe
and disposable components in medical devices, leading to their
manufacture in tremendous quantities. Three hundred and
eighty million tons (380 Mt) of plastics are created worldwide
each year, which corresponds to roughly 7% of crude oil and
natural gas produced. Moreover, the plastic market is currently
increasing, and some analysts predict quadrupled production
by 2050 (∼1100 to 1500 Mt per year).1−3 The downside,
© 2019 American Chemical Society

however, is the massive quantity of waste, pollution, and lostvalue associated with single-use plastics. Over 75% of materials
produced each year, 300 Mt, are discarded after a single use.
Currently, most of this waste is either lost to landﬁlls and the
environment, or ineﬃciently incinerated in power plants to
produce electricity, generating greenhouse gases (e.g., CO2)
and toxic byproducts in the process. Glass and aluminum
recycling are eﬀective, whereas processing of plastic waste is
limited by technical challenges, which include contamination
from mixtures of polymers and additives as well as oxidative
degradation during melt reprocessing. Thus, recycling provides
lower-value materials with downgraded properties (downcycling).1−3 Polyoleﬁn waste represents a vast and as-yet
Received: July 18, 2019
Published: October 23, 2019
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further processed to produce ingredients for everyday
necessities such as detergents and cosmetics.22,23 Waxes, for
example, are intensively employed in coatings to enhance
electrical insulation, thermal stability, surface nature, friction
stability, and heat and chemical resistance, with an expected
revenue of more than USD 370 million by the end of 2024.24
New catalytic hydrogenolysis that could aﬀect the mean
molecular weight and provide a narrow molecular distribution
of products would allow access to such materials from
polyoleﬁn wastes, allowing this feedstock to be part of the
circular economy.
Benchmarks for activity and selectivity for hydrogenolysis of
PE are not available prior to the work described below. On the
basis of the earlier hydrogenolysis of n-alkanes studies
mentioned above, this catalytic transformation is expected to
take place at high temperatures and pressures. Thus, we
speculate that harsh, condensed-phase conditions require
exceptionally stable nanoparticle−support interactions that
resist sintering/deactivation under reaction conditions.
Strontium titanate (SrTiO3) is an excellent support because
its crystalline, highly ordered, and well-characterized surfaces
assist the assembly of ordered NP arrays.25 SrTiO3 is an
archetypical cubic perovskite (Pm3̅ m) that is optically
transparent and possesses a high band gap.26,27 The SrTiO3
used in the present study features single crystal nanocuboids
having a sub-100 nm average size, with {100} facets and
rounded stepped edges. It is synthesized under hydrothermal
conditions,28,29 and the majority {100} surface termination has
been determined to be the (√13 × √13)R33.7° TiO2 doublelayer surface reconstruction.25,28−33 The SrTiO3 nanocuboids
are used as a support for deposition of Pt NPs to form a Pt/
SrTiO3 hydrogenolysis catalyst. Atomic layer deposition
(ALD) is chosen for this process because it allows
programmed control over key catalyst features that are
potentially important to hydrogenolysis. ALD aﬀords Pt NPs
rather than ﬁlms,34 and the size of the Pt NP depends on the
ALD conditions and the interaction between the metal and the
support.35,36 The close lattice-match between the cubic SrTiO3
and FCC Pt results in a cube-on-cube epitaxy for Pt NPs on
the {100} facets of SrTiO3. The cube-on-cube epitaxy
contributes to a large interfacial energy term for the Pt/
SrTiO3 interface, which in turn stabilizes the Pt NPs.37−39
Here, we investigate (1) Pt/SrTiO3 as a hydrogenolysis
catalyst for the upcycling of linear PE chains with negligible
branching, (2) the adsorption of PE onto the catalyst surface
by kinetics, solid-state nuclear magnetic resonance (ssNMR)
spectroscopy and computational modeling, (3) the structure
sensitivity of Pt NPs by varying the facet to edges/corners ratio
and by DFT models, and (4) the catalytic competence of Pt/
SrTiO3 compared to commercially available Pt/Al2O3 catalyst.
It will be seen that the catalytic performance of Pt/SrTiO3
balances on preferential binding of longer hydrocarbon chains
onto the Pt surface and the rate of hydrogenolysis at diﬀerent
catalytic sites (facet versus edge/corner). Thus, controlling the
Pt edge to facet ratio is essential for suppressing overhydrogenolysis.

untapped resource for the production of chemicals and new
materials. Eﬃcient technologies for extracting this value from
discarded polymers would be equivalent to recovering about
3.5 billion barrels of oil ($175B at $50/barrel) each year and
could create entirely new industries. Consequently, selective
catalytic processes that transform abundant plastic waste into
value-added products (upcycling) could provide both scientiﬁc
and technical advances. Today, existing conversions of waste
polymers include catalytic pyrolysis, tandem alkane metathesis/transfer hydrogenation catalysis,4 and unselective hydrocracking, which converts raw materials into a lower value,
broad distribution of smaller molecular fragments including
light hydrocarbons and aromatics at temperatures higher than
500 °C.5−7
To date, there have been few reports of catalytic hydrogenolysis of PE.8−10 In particular, Dufaud and Basset showed
that highly electrophilic Zr−H species synthesized by surface
organometallic chemistry transformed short-chain (C20−C50)
and high molecular weight (Mw = 125,000 Da) PE into fuels
and short-chain hydrocarbons.8 Excessive hydrogenolysis,
however, resulted in further transformations, producing light
hydrocarbons such as methane, ethane, propane, and butane.
Nakagawa, Tomishige, and co-workers deconstructed squalane
(C30) by regioselective hydrogenolysis of internal C−C bonds
into lighter hydrocarbons over Ru/CeO2 at 240 °C and 60
bar.9,10 While it was shown that the choice of support and
particle size of Ru aﬀected the hydrogenolysis of internal C−C
bonds as compared to terminal C−C bonds of methyl
branching, the catalytic features responsible for steering the
pathways for hydrogenolysis were not clear.
Owing to the chemical resemblance of the feedstocks, some
aspects of catalytic hydrogenolysis of polyoleﬁns may be
guided by the principles governing hydrogenolysis of n-alkanes.
Catalytic hydrogenolysis of C2−C10 alkanes has been studied
extensively by Iglesia and co-workers over supported Pt, Ir, Ru,
and Rh NPs.11−15 The catalytic performance depends on a
number of factors including operating conditions (temperature
and H2 pressure), characteristics of supported metal particles
(size and metal type), and degree of substitution at each
carbon atom of n-alkanes.11−17 The kinetically relevant step in
the hydrogenolysis reaction network is the cleavage of C−C
bonds, after sequential quasi-equilibrated dehydrogenation
steps that progressively weaken the C−C bonds and facilitate
hydrogenolysis. The hydrogenolysis of n-alkanes is, however,
prone to inhibition due to adsorbed hydrogen that limits the
availability of active sites.11−17
Our approach for the transformation of high molecular
weight PE requires the C−C bonds to undergo selective
hydrogenolysis to produce a narrow molecular weight
distribution of high-quality liquid hydrocarbons (Scheme 1).
Such liquids, with a molecular weight ranging from 200 to
1000 Da, would be perfectly linear or have branching deﬁned
by the polyoleﬁn feedstock and have advanced applications as
lubricating oil18−21 or as intermediates (e.g., waxes) that can be

■

Scheme 1. Hydrogenolysis of PE into High-Quality Liquid
Products

RESULTS AND DISCUSSION
Catalytic Hydrogenolysis of Polyethylene Using Pt/
SrTiO3. The catalyst support, SrTiO3 nanocuboids with an
average size of 65 ± 19 nm, was synthesized via hydrothermal
methods (Figure S1).31,34 Five ALD cycles (5c) of Pt
deposition using trimethyl(methylcyclopentadienyl)platinum1796
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(IV) precursor and ozone on SrTiO3 aﬀorded highly dispersed
Pt NPs with an average size of 2.0 ± 0.5 nm (Figure 1). A

Table 1. Properties of PE Feedstocks and Hydrogenolyzed
Products over Thermal Hydrogenolysis or Catalytic
Hydrogenolysis Using 5c-Pt/SrTiO3a
Mn, Da

Mw, Da

Đ

yield,b %

PE
thermal
5c-Pt/SrTiO3

8150
5700
590

22,150
18,200
625

2.7
3.2
1.1

n/a
n/a
42

PE
thermal
5c-Pt/SrTiO3

15,400
17,300
660

17,200
19,550
700

1.1
1.1
1.1

n/a
n/a
68

PE
thermalc
5c-Pt/SrTiO3

64,300
30,050
800

70,400
54,900
920

1.1
1.8
1.2

n/a
n/a
91

PE
thermalc
5c-Pt/SrTiO3

158,000
16,800
820

420,000
136,250
960

2.7
8.1
1.2

n/a
n/a
>99

plastic bag
thermal
5c-Pt/SrTiO3

33,000
38,800
990

115,150
114,800
1130

3.5
3.0
1.3

n/a
n/a
97

entry

Figure 1. Electron micrographs of Pt NPs with an average size of 2.0
± 0.5 nm, deposited by ALD on SrTiO3 nanocuboid supports via 5
ALD cycles. Inset: histogram for Pt particle size distribution on 5c-Pt/
SrTiO3.

growth rate of 1.9 ± 0.2 wt %/cycle was established on the
SrTiO3 surface as measured by inductively coupled plasma−
optical emission spectroscopy (ICP−OES). The catalytic
performance of 5c-Pt/SrTiO3 was ﬁrst investigated using a
PE with Mn = 8150 Da, Mw = 22,150 Da, and dispersity (Đ) of
2.7, employing a high-throughput batch reactor (see the
Supporting Information for experimental details). Reaction
parameters that were varied (Figure S2) include catalyst
loading (from 1 mg to 50 mg), reaction temperature (100, 300,
and 350 °C), hydrogen pressure (100, 170, 400, and 600 psi),
and reaction duration (up to 96 h). Optimized experimental
conditions based on conversion of PE into high-quality liquid
products are 170 psi H2 at 300 °C under solvent-free
conditions for 96 h, 10 mg of catalyst per 50 mg of PE.
Solvent-free conditions have been chosen to eliminate
competing adsorption and reaction of the hydrocarbon solvent
with PE. Under these reaction conditions, 5c-Pt/SrTiO3
converts the starting PE into a high-quality lubricant-like
product (Mn = 590 Da, Mw = 625 Da, and Đ = 1.1) at a yield of
42% (yield = mass of liquid hydrocarbons vs initial mass of PE;
Table 1). 13C and 1H NMR analysis (Figures S3 and S4,
respectively) of the liquid product (10 methyl branch/1000C)
indicates the formation of linear products with a negligible
amount of oleﬁnic groups.
The control experiment performed under thermal hydrogenolysis (no catalyst) in the presence of H2 shows a
signiﬁcant reduction in Mn (from 8150 to 5700 Da), whereas
Mw exhibits a slight decrease (from 22,150 Da to 18,200 Da),
resulting in a broadened distribution of polymeric material (Đ
= 3.2). Note also that another control experiment of
hydrogenolysis of PE using Pt-free SrTiO3 displays negligible
changes in the molecular weight distribution compared to
thermal hydrogenolysis, (Figure S5), indicating that the Pt is
responsible for catalytic hydrogenolysis. The catalytic performance of 5c-Pt/SrTiO3 was further examined using PE with
diﬀerent molecular weights (Mn = 8000−160,000 Da and Mw =
18,000−420,000 Da). The 5c-Pt/SrTiO3 catalyst again
completely converts PE into the same low-molecular weight
product in high yield and narrow molecular weight distribution
independently of the chain length of the starting PE (Table 1).

a
Reaction conditions: 170 psi H2, 300 °C, 96 h, and 50 mg PE, and
1.1 mg of Pt as 5c-Pt/SrTiO3 (11.1 wt % Pt loading). bYield is deﬁned
as the mass of the weight of hydrocarbons recovered relative to the
initial mass of PE. Owing to the high viscosity of the melt polymer,
mass transfer eﬀects cannot be ruled out completely. cBimodal
distribution.

Remarkably, the catalytic hydrogenolysis of PE is also eﬀective
starting with a single-use, commercial-grade plastic bag as a
feedstock (Mn = 33,000 Da, Mw = 115,150 Da, and Đ = 3.5) to
aﬀord similar high-quality liquid products (Mn = 990 Da, Mw =
1130 Da, and Đ = 1.3) as obtained from research-grade HDPE
(Table 1). These results suggest that the additives present in
the plastic bag may not aﬀect the catalyst.40
Polyethylene−Catalyst Interaction. Several sets of
experiments were performed in order to gain insight into a
possible relationship between selective conversion and the
interactions between polymer and the catalyst surface,
including (i) monitoring the change in molecular weight and
distribution versus time, to (ii) measuring the conformation of
adsorbed PE, and (iii) determining the strength of adsorption
of alkanes on relevant crystalline facets.
Hydrogenolysis of PE in a Parr batch reactor at 170 psi H2
and 300 °C aﬀords hydrogenolyzed products with progressively shifted Mn to lower molecular weights over a series
of reaction times (Figure 2). This progressive shift indicates
that all of the molecules in the sample are hydrogenolyzed to
some extent. Conversion of the starting polymer Mn of 8,150
to 625 Da corresponds to an average of 12 C−C bond cleavage
steps per chain by the end of the reaction. Importantly, the
decreasing Đ also suggests that the PE chains with the highest
molecular weights are more susceptible to hydrogenolysis than
molecules with lower molecular weights. Carr et al. have shown
that the highest molecular weight fraction of PE and other
polymers preferentially adsorb to alkali halide crystals and that
this adsorption could be used to preferentially extract the
highest molecular weight fraction of a given sample.41 A similar
preferential adsorption of longer chains onto 5c-Pt/SrTiO3 is
consistent with the low dispersity of hydrocarbon chains,
1797
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Figure 2. (a) Weight distribution, (b) Mn, and (c) Đ plots of the
hydrogenolyzed products with respect to time over 5c-Pt/SrTiO3.
Reaction conditions: 170 psi H2, 300 °C, 3 g of PE, and 8 mg of Pt as
5c-Pt/SrTiO3.

Figure 3. (a) 13C MAS (red) and CPMAS (black) spectra of 13Cenriched PE adsorbed on the SrTiO3 support (top), and Pt/SrTiO3
catalyst (bottom). (b) Side view of the optimized structures of nhexane on Pt (111), Pt (100), and TiO2 double-layer terminated
SrTiO3 (001) surface models.

whereas preferential adsorption of lighter molecules to the
catalyst would result in increased Đ with time as lighter species
are hydrogenolyzed into even shorter chains (see Figure S6).
Given that sequential hydrogenolysis takes place and leads to
the selective formation of narrower high-quality liquid
products, it is reasonable to assume that PE adsorption on
the catalyst surface plays a key role in the overall performance.
Examination of the interactions between the hydrocarbon
chain and the surface was then carried out by 13C magic-anglespinning (MAS) ssNMR spectroscopy.
A monolayer of 13 C-enriched PE (see Supporting
Information) was loaded onto the 5c-Pt/SrTiO3 catalyst and
the Pt-free SrTiO3 support. As shown by Ando et al.,42,43 13C
MAS ssNMR spectroscopy is able to distinguish mobile (δ =
30 ppm), anti (δ = 32.9 ppm), and gauche (δ = 27.5 ppm) PE
adsorbed on surfaces, and thus both the rigidity and linearity of
PE onto the catalyst surface can be established. The 13C MAS
spectra are quantitative, while the 1H → 13C cross-polarization
(CP) MAS spectra highlight the signals from the most rigid
polymer molecules, presumably those that are closest to the
surface. As can be seen in Figure 3a, no signal from gauche
conformations can be detected for polymer adsorbed on the
SrTiO3 nanocuboid materials, despite the presence of a strong
resonance belonging to the antipolymer conformer, indicative
of a rigid conformation. This is in stark contrast with polymers
adsorbed on silica gel for which clear evidence of nonlinearity
is present.43 On the other hand, the polymer mobility is
dramatically enhanced when the surface contains Pt NPs
(Figure 3a). This suggests that interactions with the metal NPs
prevent the polymer from interacting as strongly with the
SrTiO3 surface. Thus, the observed catalytic behavior arises
from the adsorption of the long chain hydrocarbon onto the
active cleavage metal NP sites.

Theoretical models support the idea that hydrocarbon
molecules interact more strongly with the Pt NPs than with the
SrTiO3. DFT calculations were performed using the VASP
code44−47 based on the SCAN-rVV10 functional and the
projector augmented-wave method (see Supporting Information). The adsorption energies were calculated for the
interaction of model n-alkanes (CnH2n+2, n = 4, 6, 8) onto
Pt(100) and Pt(111) surface models as representations of the
Pt NPs, as well as the TiO2 double-layer terminated
SrTiO3(001)48,49 model as a representation of SrTiO3 support.
The n-alkanes prefer to adsorb on Pt surfaces, aligning their
C−C bonds with all-anti conformation parallel to the metal
surface (Figure 3b and Figure S7) as suggested by previous
reﬂection-adsorption infrared spectroscopic studies50−52 and
ssNMR (vide supra). Despite the fact that adsorption onto Pt
NPs is favored, the particles introduce irregularities onto the
surface, which disfavor all-anti conformers (Figure 1),
particularly in the space between the particles where
interactions with the SrTiO3 are limited and the polymer
must bridge between particles. Such an interaction is
responsible for the increased mobility of the surface-bound
polymer. In addition, the total adsorption energy of n-alkanes
increases with the number of carbon atoms (Figure S8). The
adsorption of n-alkanes on the Pt(111) surface (−0.15 eV per
CH2 group) is slightly more favorable compared to the
Pt(100) surface (−0.14 eV per CH2). The adsorption of nalkanes on the SrTiO3 support is found to occur through the
oxygen on the TiO2 double-layer terminated SrTiO3 surface,
with a lower average binding energy of only about −0.06 eV
1798
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Table 2. Catalytic Activity Comparison of 1c, 5c, and 10c-Pt/SrTiO3 under Equal Surface Area (2000 cm2) or Mass (1 mg) of
Pt in the Reactora
catalyst
thermal

Pt weight
loadingb, %
−

average Pt
diameterc, nm
−

Pt edge/facet ratiod,
nm/nm2
−

amount of Pt,
mg
−

1c-Pt/SrTiO3
5c-Pt/SrTiO3
10c-Pt/SrTiO3

1.7
11.1
18.8

1.2
2.3
2.9

Equal Surface Area of Pt (2000 cm2)
0.27
0.6
0.14
1.1
0.11
1.4

1c-Pt/SrTiO3

1.7

1.2

Equal Weight of Pt (1 mg)
0.27

5c-Pt/SrTiO3

11.1

2.3

0.14

10c-Pt/SrTiO3

18.8

2.9

0.11

1.0

surface area of Pte,
cm2
time, h

Mn,
Daf

Đf

yieldg, %

4.2
3.2

h
>99

−

24
96

5600
5700

2000

96
96
96

over-hydrogenolysis
600
1.1
42
750
1.1
95

24
96
24
96
24
96

1250
4.7
91
over-hydrogenolysis
2150
4.7
97
600
1.1
42
3400
3.4
>99
800
1.2
>99

3270
2000
1480

Reaction conditions: 170 psi H2, 300 °C, 24 or 96 h, and 50 mg PE (Mn = 8150 Da, Đ = 2.7). bDetermined by ICP-OES. cDetermined by TEM
particle size analysis. dPt NPs approximated as Winterbottom constructions, with γPt{111}:γPt{100} = 0.84, Pt(100)||SrTiO3(100) at 61% truncation.
e
Surface area calculated from Pt loading and average particle size, assuming the minimum energy Winterbottom construction. fDetermined by
GPC. gYield is deﬁned as the mass of the weight of liquid hydrocarbons recovered relative to the initial mass of PE. hNot measured.
a

experiments performed for 24 h under an equal basis of the
Pt amount in the reactor (1.0 mg Pt) show that the lowest
molecular weight of hydrogenolyzed products is achieved with
1c-Pt/SrTiO3. 1c-Pt/SrTiO3 reduced the Mn from 8150 Da to
1250 Da in 24 h, while 5c and 10c reduced the Mn to 2150 Da
and 3400 Da, respectively. It should be noted that the
molecular weight of the hydrogenolyzed products at 24 h (Mn
= 1250 Da, ∼C90) is not low enough for mass losses into the
headspace to be a signiﬁcant contributor to yield. Furthermore,
for extended time (96 h), 1c-Pt/SrTiO3 completely converts
the starting PE into gaseous products while lubricant-like
hydrocarbons (Mn ≈ 800 Da and Đ = 1.1) are obtained over
5c-Pt/SrTiO3 and 10c-Pt/SrTiO3. The results show that
smaller Pt NPs with higher concentrations of undercoordinated Pt sites promote over-hydrogenolysis of PE to undesired
light hydrocarbons. This, however, can be prevented by
controlling the Pt properties such as size and edge to facet ratio
while obtaining a high-quality liquid product with relatively
narrow polydispersity at high yields.
Under the experimental reaction conditions (T = 300 °C;
PH2 = 170−300 psi), the presence of excess H2 could inhibit
the adsorption of PE and limit the availability of active sites for
C−C bond hydrogenolysis. The dissociative adsorption of H2
to form surface −OH moieties on the SrTiO3 surface is
endergonic (SrTiO3 + H2(gas) → 2H···SrTiO3, ΔE = −0.09
eV; ΔG = 0.48 eV at T = 300 °C and PH2 = 300 psi) suggesting
that the SrTiO3 surface is free of adsorbed H atoms under
experimental conditions. On the other hand, the adsorption of
H atoms on Pt surface sites was found to be exergonic under
our experimental reaction conditions (Figure S12). The
calculations predicted that the average binding energy for a
monolayer (ML) coverage of H calculated with reference to
the energy of gas phase H2 is −0.79 eV (ΔG (300 °C) = −0.50
eV) and −0.38 eV (ΔG (300 °C) = −0.10 eV) for the Pt(100)
and Pt(111) surfaces, respectively. Removing a single H atom
from the 1 ML H-covered surface was found to be endergonic
by 0.51 eV on the Pt(100) surface and is slightly exergonic by
−0.02 eV on the Pt(111) surface. These results suggest that

per carbon atom (Figure S9). The predicted linearity in the
binding energy of the n-alkanes with respect to the number of
carbon atoms (Figure S8) suggests that the trends observed
here can be extended to larger alkanes. Furthermore, these
results support the earlier hypothesis that the stronger binding
of higher molecular weight polymer molecules helps in
directing the decrease of the Đ index.
Catalyst Structure Sensitivity of Polyethylene Hydrogenolysis. The structure sensitivity of hydrogenolysis of
short-chain n-alkanes has been well established;15,53 however,
to the best of our knowledge, no catalytic studies have been
conducted on the eﬀect of structure sensitivity on polyoleﬁn
hydrogenolysis. Here, Pt NPs of diﬀerent metal loading, size,
and edge to facet ratio were synthesized by varying the number
of ALD cycles.54−56 For 1 cycle (1c-), 5 cycles (5c-), and 10
cycles (10c-) Pt/SrTiO3, the loading of Pt and the volume of
the Pt NPs increase linearly with the number of ALD cycles
(Figure S10 and Table S2). Average particle sizes of Pt NPs on
1c-Pt/SrTiO3, 5c-Pt/SrTiO3, and 10c-Pt/SrTiO3 are found to
be 1.2 ± 0.2 nm, 2.3 ± 0.7 nm, and 2.9 ± 1.1 nm, respectively
(Figure S11). The majority of Pt particles on the SrTiO3(100)
facet have a cube-on-cube epitaxy with a truncation of 61%
relative to the free Wulﬀ shape of a Pt NPs.54 The proportion
of undercoordinated edge sites to the total Pt surface area
increases as the diameter of the Pt NPs decreases (Table S2).
Similarly to previous observations, the spacing of the Pt NPs,
measured as the center-to-center distance, increased with the
number of ALD cycles.34
Hydrogenolysis of PE performed at 300 °C and 170 psi over
1c-, 5c-, and 10c-Pt/SrTiO3 catalysts shows that the Pt particle
size and coordination of surface atoms aﬀect the molecular
weight and dispersity of products. Catalytic experiments were
performed under an equal basis of Pt surface area in the reactor
(2000 cm2 Pt) (Table 2) for 96 h. Catalyst 1c-Pt/SrTiO3
completely transforms PE into gaseous hydrocarbons (C1−
C8), while 5c-Pt/SrTiO3 and 10c-Pt/SrTiO3 convert PE into a
similar high-quality liquid product (Mn ≈ 675 Da and Đ = 1.1)
at yields of 42% and 95%, respectively. In addition,
1799
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(Figure S19), suggesting that Al2O3 catalyst promotes the
formation of light hydrocarbons.
TEM images of Pt NPs on γ-Al2O3 (Figure S17 and Table
S4) reveal that the average particle size is 1.2 ± 0.4 nm and
after 18 h of PE hydrogenolysis is 1.6 ± 0.4 nm. The average Pt
particle diameter for 5c-Pt/SrTiO3 increased from 2.0 ± 0.5
nm to 2.1 ± 0.5 nm after 18 h (Figure 1 and Figure S20). The
negligible change in particle size of Pt in 5c-Pt/SrTiO3
suggests that the stabilization of Pt by SrTiO3 relative to γAl2O3 is eﬀective in minimizing the eﬀect of sintering under
reaction conditions. Note that platinum has a weaker
interfacial interaction with γ-Al2O3 than with SrTiO3 and the
minimum energy Winterbottom shape of Pt on γ-Al2O3 is
closer to that of a free Wulﬀ particle, facilitating the sintering.39
5c-Pt/SrTiO3 is shown to be recyclable for hydrogenolysis
of PE, albeit with reduced catalytic performance (Table S5).
Although no changes in average particle size of Pt NPs were
noted (vide supra), the reduced catalytic performance is
attributed to oxidation of Pt NPs during physical recovery of
the catalyst from the reaction medium.

the (100) surface facets are fully covered by H under reaction
conditions, whereas some sites are available for the adsorption
and cleavage of C−C bonds of the hydrocarbon on the closepacked Pt(111) sites. On the fully hydrogenated Pt(100) and
Pt(111) surface facets, the hydrocarbon adsorption strength
per site (and carbon atom) is found to be only slightly larger
(−0.09 and −0.10 eV, respectively, Figure S12) than on the
SrTiO3 support. However, calculations suggested that a large
fraction of the surface hydrogen atoms can be displaced from
the Pt(111) facet under reaction conditions and the hydrocarbon chain is able to strongly interact with this facet (Eads =
−0.22 eV per CH2, Figure S12c−d) and can facilitate
dehydrogenation and C−C cleavage reactions at nearby sites.
This ﬁnding is in agreement with a recent literature report that
H* saturates Pt at lower coverages, both on edge and terrace
sites, and only a few H vacancies are necessary to activate the
*HC−CH* bond on Pt compared to other metals such as Ru,
Rh, and Ir.16
Comparison of Pt/SrTiO3 versus Pt/Al2O3. Commercially available Pt/Al2O3 (1 wt %, Sigma-Aldrich) provides
remarkable contrast to the behavior of 5c-Pt/SrTiO3. The
comparison of catalytic activity between 5c-Pt/SrTiO3 and Pt/
Al2O3 at the equal basis of Pt amount in the reactor (Table S3)
shows that the Mn of the hydrogenolyzed products is similar
over both samples (∼1950 Da) after 18 h. Both Mw and Đ,
however, highlight the eﬀect of Pt/SrTiO3 on catalytic
performance. Mw of the hydrogenolyzed product over 5c-Pt/
SrTiO3 (5800 Da) is signiﬁcantly lower than that over Pt/
Al2O3 (10,750 Da). Negligible variation of Đ of the
hydrogenolyzed products from 5c-Pt/SrTiO3 is detected with
respect to the starting PE. In contrast, the Đ of the products
over Pt/Al2O3 increases to ∼6. The broadening of the
hydrogenolyzed product distribution from the Pt/Al2O3
catalyst is also observed by pyrolysis gas chromatography−
mass (GC-MS) spectrometry analysis (Figures S13−S15). In
addition, the quantiﬁcation of the gases in the headspace of the
reactor by GC (Figure S16) revealed that the formation of
light hydrocarbons (saturated C1−C8 and cyclic C5−C6
alkanes) is signiﬁcantly suppressed over 5c-Pt/SrTiO3, when
compared to Pt/Al2O3. Note that thermal degradation leads to
the formation of C1−C8 gases, even in the absence of any
catalyst (Table S3), due to the thermal degradation of the PE.
After the amount of light hydrocarbons formed from the
thermal degradation (0.65 mmol, 3 g of PE at 300 °C, 170 psi
H2 for 18 h) was accounted for, the total number of light
hydrocarbons produced over Pt/Al2O3 (1.69 mmol) is more
than 3× that produced over 5c-Pt/SrTiO3 (0.52 mmol). This
diﬀerence constitutes an important advantage since relatively
narrow dispersity, high-quality liquid products are obtained at
high yields without producing any substantial amounts of light
hydrocarbons.
Comparison of hydrogenolysis performance under equal
area × time (deﬁned as surface area of Pt multiplied by
reaction time) for 1c-Pt/SrTiO3 and Pt/Al2O3 (1.2 nm,
Figures S11 and S17, respectively) reveals unique aspects of
the SrTiO3 support. While the Mn of the hydrogenolyzed
products is similar (Mn ≈ 1500 Da) (Figure S18), the Đ index
of the product from 1c-Pt/SrTiO3 (Đ = 2.4) is signiﬁcantly
lower than for Pt/Al2O3 (Đ = 6.6), indicating for the latter that
part of the starting material is not converted to HQL (Figure
S18). In addition, the extent of over-hydrogenolysis for Pt/
Al2O3 is greater compared to the entire Pt/SrTiO3 series

■

CONCLUSIONS
Catalytic processes that convert waste PE into value-added
products are key to mitigating adverse impacts of the plastic
pollution and developing a circular economy. An eﬀective
catalyst for chemical upcycling of PE must be able to break
carbon−carbon bonds of longer chains in preference to shorter
chains. In this work, Pt NPs supported on SrTiO3 nanocuboids
by ALD completely converted PE samples, ranging from Mn of
8000−158,000 Da and Mw of 17,200−420,000 Da, into
narrowly distributed high-quality liquid products, such as
motor oil and waxes. The hydrogenolysis occurred at 300 °C
and 170 psi of H2 under solvent-free conditions, yielding
negligible amounts of light hydrocarbons, in marked contrast
to the benchmark hydrogenolysis catalyst Pt/Al2O3.
Several features of Pt/SrTiO3 contribute to its performance
in selective PE hydrogenolysis. First, the selective hydrogenolysis is attributed to more favorable adsorption of PE on
Pt sites than on the SrTiO3 support as evidenced by ssNMR
and DFT and preferential binding of high molecular weight PE
on the Pt NPs surface. Second, the electronic and geometric
properties of Pt NPs on SrTiO3 play a key role in producing
high-quality liquid products from a single-use PE stream and
suppressing the undesired over-hydrogenolysis to light hydrocarbons. Speciﬁcally, Pt edge sites are found to be highly
reactive for hydrogenolysis of PE compared to Pt facets. Cubeon-cube epitaxy for Pt NPs on the {100} facets of SrTiO3
provides signiﬁcant nanoparticle−support interactions that
minimized sintering under the solvent-free, harsh reaction
conditions.
The substantially superior performance of 5c-Pt/SrTiO3
compared to commercial Pt/Al2O3 in selective PE hydrogenolysis suggests that there may be some special features of
the former material that could guide future catalyst development. In particular, evenly dispersed and similarly sized Pt NPs
on Pt/SrTiO3 should be noted. These features would also
aﬀect the distances between sites where carbon−carbon bond
cleavage occurs. Because the macromolecules are long and
could adsorb to multiple NPs on a face of the SrTiO3
nanocuboid support, the ordering and distances may also
exert an inﬂuence over selective formation of speciﬁc chain
lengths. While the organization of Pt particles in 5c-Pt/SrTiO3
is insuﬃcient to test this idea, the next phase of this project is
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06CH11357 (Argonne National Laboratory) and DE-AC-02
07CH11358 (Ames Laboratory).

focused on synthesis of ordered and organized catalytic
materials. Such materials, with well-characterized distances
between sites, may ultimately provide the fundamental design
principles needed for eﬀective upcycling catalysis.
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MATERIALS AND METHODS
SrTiO3 nanocuboids were synthesized hydrothermally according to literature procedures.31 Platinum NPs were deposited
onto the SrTiO3 using ALD in a viscous ﬂow reactor.34 ALD
precursor (MeCp)PtMe3 (Strem Chemicals, 99%) and 70%
output O3 (Paciﬁc Ozone L11 Ozone Generator, ultrahigh
purity 20 Torr O2 source) were used. The ALD deposition
temperature was set to 200 °C. A pretreatment of O3 exposure
at 200 °C for 2 h was used for all ALD-prepared Pt samples.
The resulting samples were characterized by TEM and ICPOES. ssNMR experiments were performed using 13C-labeled
PE adsorbed onto the surface of the samples. DFT calculations
were performed using the Vienna ab initio simulation package
(VASP). A Parr reactor and a high-throughput screening
pressure reactor (SPR; Unchained Labs) at the Argonne
National Laboratory’s High-Throughput Research Laboratory
were used for catalytic activity experiments. Activity experiments were performed under solvent-free conditions at 170 psi
and 300 °C, unless otherwise noted. Samples were analyzed by
high temperature GPC to obtain molecular weight after
hydrogenolysis. The accuracy of the GPC measurements was
veriﬁed by calibration at low-molecular weights (Table S1;
400−1000 Da). For detailed experimental information, see the
Supporting Information.
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